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INTRODUCTION 
The results of nscarch on the greenhouse effect have shown, among other things, that the 
concentration of trace gases occurring in the atmosphere such as carbn dioxide. methane. niuous 
oxide, ozone and halocarbons have grown significantly since the ore-indusmal times. During this 
period, the CO, level has risen 30% to nearly 360 ppm from a pre-industrial era level of 280 ppm 
[I]. On the basis of a variety of evidence a consensus is emerging among researchers that humans 
beings, primarily through their burning of fossil-fuels, are already perturbing Earth's climate [2]. 
All specialists agree that without drastic steps to curb geenhouse gas emissions, the avenge 
global temperature will in- 1 to 3.5 =C during the next century because effective lcvel of 
carbon dioxide are expected to double sometime between the years 2050 to 2100 131. It may be 
that human-generated emissions of carbon dioxide will have lo be reduced by as much as 5040% 
to avoid major climate changes. Such a reduction in the C q  emissions rate probably cannot be 
accomplished without a massive switch to non-fossil energy sources. However, it has been 
proposed that emissions from fossil fuels can be moderated by three strategies: exploiting the fuels 
more efficiently. replacing coal by natural gas and by recovering and sequestering COz emissions 
[4]. A rough analysis, based on the use of currently accepted values, shows that natural gas is 
preferable to other fossil fuels in consideration of the p n h o u s e  effect [SI and improvements can 
be obtained if natural gas is upgrading by scrubbing the carbon dioxide out of i t  
Removal of carbon dioxide from gaseous streams have been a c m n t  procedure in the chemical 
indushy. The presence of tiny amounts of Ca, can act as poison in catalytic processes such as 
ethylene polymerization or ammonia synthesis [6] .  Therefore. several procedures have been 
devised to eliminate carbon dioxide from ammonia plants as well as natural gas and fuel gas 
power plants. Thrcc diffcrent approaches have been used: absorption on liquid amines [7], 
adsorption on solid materials 181, and membrane technology 191. The former makes extensively 
use of alkanolamines in plants operating at low temperatures and high pressures. In this case 
inhibitors should be used to prevent the corrosion problem arising from the formation of highly 
reactive carbamates. A process commercially known as Selexol. uses a inixturcs of 
polypropyleneglycoldiimethyl ethers and CO, renloval is based on physical adsorption in much 
heavier molecules [IO]. 
The use of membranes top remove carbon dioxide and other acid gases was assessed by Bhide 
and Stein [91. Aromatic polyimide separation membranes are particularly useful for COz 
enrichment [I l l .  because they are able to achieve high flow rates with good selectivity and 
relatively low temperatures. This procedure proved effective to removed carbon dioxide in 
conantration mghg between 5 and 40 mol 46. However, membrane saturation might produce 

The removal of CO2 from closed ambients, such as submarines, by solid adsorbents has teen 
described elsewhere 1121. A solid matrix, usually an inorganic oxide, was chemically modified tn 
obtain a material which reversibly adsorbed carbon dioxide from atmospheres containing ahout 1 
46 by volume of C q .  The adsorbent, which had a clay component as agglomerant, showed 
approximately a capacity of 20 1 of wet carbon dioxide per kg of adsorbent. When silica gel was 
used as a solid. thc modification of its sufiace could tx :icconiplislid by rcxtion with 
aminoalkoxysilanes such as 3-aminopropyluiethoxysilane, though condcns:ition to the hytiroxyl 
groups present on the silica gel surface. This process might involve the reaction 01' onc, two or 
three hydroxyl groups at the surface per molecule of alkoxysilnne. Therefore, tlic ii:iturc of the 
bonded species wiU depend upon the number and distribution of the hydroxyl groups at the 
surface of the silica gel. Previous studies indicated that annealed and rehydroxylated silica gel has 
a surface hydroxyl concentration of 4.6 -OH groups per square nanometer[l3]. of which 1.4 
hydroxyl groups/nm2 are interacting non-hydrogen bonded species and the remaining 3.2 
hydroxyVmz are intemcting groups arranged in pairs. AU these groups can be involved in the 
reaction of the surface of the silica with polyalkoxysilanes. From C. N, H microanalysis studies. 
Bunuell [I41 concluded that thii reaction gives a product with an average composition 
comsponding to the detachment of the silane to the surface. according to reaction ( I ) .  

gas losses [ 1 I]. 

, 

1332 



+ - + C2H5OH ( I )  
/si \ CH 2CH 2CH 2X 

a - O H  HgC20 CH 2CH 2CH pX a -0 

Where. CI = silicon atom at the surface of silica and 
X = NH2 for 3-aminopmpyltriethoxysilane 

Reient NIR and 2% B / M A S  NMR Studies have shed light on the nature of the surface species 
of the resulting material [5].  These results arc consistent with the occurrence of a surface reaction 
between the aminoalkoxysilane and the OH p u p s  of the silica gel. which act as anchorage points 
to the solid surface as was previously pmposed in reaction (1). The adsorption of C02 was found 
to take place by formation of a carbamate species (I) on the modified surface of the material, 
where two amino groups arc involved per carbon dioxide molecule adsorbed as indicated in 

~ 

eq.(2). 
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In the presence of water, the capacity of C02 adsorption is duplicated due to a surface chemical 
uansformation of the carbamate 0 into two adsorbed bicarbonate (II) molecules. This adsorption 
of carbon dioxide is reversed when the adsorbent is heated at 100 PC. 
In this article, we described the effects of gas pressures (1.4 to 20 am), space velocity (from 6 to 
36 b*), water content and modifcation of the inorganic mamx on the adsorption process and 
removal of carbon dioxide from natural gas (ca. 8 % by volume) using surface chemically 
modified adsorbenu. 

EXPERIMENTAL 

Adsorbents were prepared as described elsewhere [12]. In the preparation, different silica gels 
were used as solid matrixes but in all cases the procedure involves azeotropic drying with an 
organic solvent, surf-ace modification by reaction with an alkoxysilane solution, washing and 
drylng of the resulting materials. Activation of adsorbents was carried out by heating at 1OOT 
under nitrogen or natural gas stream prior to use. A typical preparation resulted in a material 
having coverages of about 2.8 molecules of aminopropyl groupdnm2 (1.27 mmol of nitrogedg), 
determined by C, H and N microanalysis. 

Solid adsorption capacity tests of carbon dioxide were carried out on a continuos flow 
experimental system (see Fig. 1) built out of stainless steel tubing equipped with temperature, 
pressure and mass flow controllers. The adsorbents were confined in two parallel cylinders which 
allow its activation and use in an alternate fashion. Each cvlinder is loaded with 250 e 2.f 
adsorbent. A Varian 3400 gas chromatograph equipped with B 6 feet stainless steel coluiiin 01 
10% carbowax 20M on chmmosorb W-HP 80/100 mesh was used to mpnitor the s:implcs. 
Natural gas having a composition of 83.1% of methane, 7.6% of ethane, 0.7% propane, 0.2% 
butanes, 0.1% pentanes and 8.3% carbon dioxide was used in the scrubbing tests which were 
carried out at pressures ranging between 1.4 to 20 avo a flow rates of 28 and 170 cubic feet per 
hour (1OOO-6ooo literh). Natural gas had a maximum content of water of 130 ppm. 

RESULTS AND DISCUSSIONS 
Activation of the adsorbent was done by heating in a gas s u e a m  to eliminate any water or carbon 
dioxide which has been adsorbed from the atmosphere prior the experiments. This activation was 
carried out either in flowing nitrogen or the same natural gas being stripped, and results showed 
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that it is effective in either gas. A lower capacity was found when natural gas was used due to the 
residual carbon dioxide contained in it which remained in the reactor as the temperature Was 
lowered from activation to room temperature. However this decrease. is limited to less than 5%. 
Experiments performed at different space velocities showed that the adsorbed carbon dioxide 
started to be liberated by temperature programmed desorption (TPD) above W C  and the process 
of release was maintained until above lWC [12, 151. The center of the peak is shifted to lower 
temperatures as the space velocity increases. At a space velocity of 2.4 h-1 (1.2 l/h) the adsorption 
band is centered at 1W and desorption is completed at 1 loPC whereas at a space velocity of 0.6 
h-1 (0.3 lih) the desorption band is centered at W C  and desorption is completed at 1209C. On the 
other hand if the desorption temperature was held at 1 W C  the adsorbent is regenerated in 2 h. 
The influence of space velocity on the adsorption of carbon dioxide is shown in Fig. 2 whcrc 
100% corresponds to complete stripping of COz from a natural gas containing 8 .34  C02 and 
activation was undertaken under nitrogen as carrier. It is clear form this that as space velocity 
increases from 6 to 36 h-1 (28 to 170 sctih) the breakthrough rime is reduced from 14 to 2.5 h, 
however the elution front remains clear-cut confirming the chemical nature of the surface adduct. 
The process also quantitatively subtracts carbon dioxide from the natural gas stream. 
The influence of the pressure on the adsorption process is shown in Fig. 3. The capacity of the 
adsorbent before immediate breakthrough, when the system is operated at atmospheric pressure, 
is 14 .W.7  liters of dry carbon dioxide per kilogram of adsorbent. At a pressure of 4 atm the 
obtained capacity is 1332 1 of C M g  taken as average value at the different space velocities 
tested. Whereas at a pressure of 20 a m  (300 psi) the adsorptive capacity has dropped to 8.3k0.2 I 
of COZKg before immediate breakthrough. However a marked effect of the pressure is noticed 
here as the carbon dioxide seems to interact stronger with the adsorbent. 
When carbon dioxide is saturated with water an increase of the capacity is observed, from 8.1 to 
13.1 I of COflg at a space velocity of 170 scfh (Fig. 4). Carbon dioxide scnbbing by the 
adsorbent leads to an enrichment of the natural gas as it is presented on Table 1. 
The adsorbent used in all the above experiments was a modified silica/clay aggregate described 
before (Adsorbent I) [12]. Two new adsorbents were obtained: a) using an exmdated silica gel as 
matrix (Adsorbent 11). b) using a silica gel Davison 923 with a surface area of 700 d / g  
(Adsorbent In). The rest of the preparation procedure remained the same. 
Adsorbent Il showed a lower performance than adsorbent I and only at pressures higher than 
atmospheric carbon dioxide was adsorbed at room temperature. Adsorbent I11 resultcd a better 
scrubber for carbon dioxide and there was an enhancement of the adsorptive capacity to a 
maximum of 28.5 liters of wet C% per Kg of adsorbent at a pressure of 60 psi (4 atm). 
When these materials are exposed to water vapor after being saturated their surface with carbon 
dioxide, production of small amounts of a substance with odor evoking an aldehyde compound is 
noticed. MS analysis revealed the presence of 2-methyl benzaldehyde. On the other hand, meta- 
xylene was detected on the solid NMR analysis as a residue from the preparation procedure. 
Thus, a reaction as the one shown below (eq. 3) conceivably had occurred: 

This reaction and its mechanism is under investigation. 

In summary. we have p r e p d  an adsorbent which can be used to remove carbon dioxide from 
natural gas at pressures higha than atmospheric pressure. This removal is selective and reversible, 
and carbon dioxide is released by heating the adsorbent at about 1 loPC using nitrogen or the same 
natural gas as carrier. Improvements on the capacity of the adsorbents could be done by changing 
the solid matrix. 
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Table 1. Enrichment fo Natural Gas by removal of carbon dioxide. 
Components Initial concentration Mierremoval molar 

rnnlnr %b % 

w 82.9 89.1 
co2 7.0 

9.8 10.5 
0.24 0.26 

GH, 
ClHR 
c4 0.03 0.03 
CS+ 0.02 0.02 

BExperirnent run at space velocity = 36 h-I and activation of adsorbent done 
under nitrogen. 
bMolar composition determined by GC using internal standard. 

Fig. 1. Schematic diagram of flow system. D = flow splitters, R = reactors, S = gas aoutlet, T = 
thermocouple. V = three way valves, SH = water saturator, BP = back pressure valve. MI = I I I ~ S S  
flow conmller, M2 = flowmeter, M3 = manometer. 
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Fig. 2. Effect of, space velocity on adsortion of CQ on adsorbent I from natural gas. 
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Fig. 3. Effect of pressure of operation on the removal of COz on adsorbent I from nntuml gas. 
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Fig. 4. Influence of water on the removal of COz on adsorbent I from natural gas. 
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